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ABSTRACT: Three-dimensional (3D) electrodes with large
surface areas are highly eﬀective biomolecular sensors. These
structures can be generated via the electrodeposition of gold
inside microscale apertures patterned on the surface of a
microelectronic chip. Such electrodes enable the ultrasensitive
analysis of nucleic acids, proteins, and small molecules. Since
the performance of these electrodes is directly related to their
surface area, the ability to control their microscale morphology
is critical. Here, we explore an electrochemical model based on
the theory of nucleation and growth to better understand how
to control the morphology of these electrodes. The insights
gained from this model enabled us to create preferential
conditions for the formation of diﬀerent morphological features. We demonstrate for the ﬁrst time that electrodeposition of 3D
nanostructured microelectrodes inside a microscale aperture is governed by two stages of nucleation and growth. The ﬁrst stage
involves the creation of primary nuclei at the bottom of the aperture. The second stage features the generation of new nuclei
upon exposure to the bulk solution. Depending on the overpotential, the deposition is then continued by either rapid growth of
the original nuclei or fast growth of new nuclei. Faster electrodeposition at high overpotentials promotes directional growth,
generating spiky structures. More isotropic growth is observed with low overpotentials, generating rounder features. Ultimately
we determine the eﬃciency of DNA hybridization on a variety of structures and identify the optimal morphologies for rapid
DNA−DNA duplex formation.

■

INTRODUCTION

Moreover, the crystal structure of gold is also important in
determining its performance as a sensor or catalyst. Diﬀerent
crystal facets of gold promote distinct interactions with
molecular substrates and targets.18 Thus, the capacity to
modulate the chemical reactivity of diﬀerent facets during the
assembly process is advantageous for the design of optimized
structures. As such, methods that control the number and
orientation of grain boundaries are of signiﬁcant interest.
A variety of methods have been used to synthesize gold
structures, including sputtering, e-beam lithography, and
chemical and electrochemical approaches.19−22 Although each
of these methods has its advantages, none oﬀers access to the
suite of synthetically accessible parameters that are available
with electrochemical synthesis.22
We have previously developed electrodeposited, 3D gold
microelectrodes and found that they represent a promising

Engineering three-dimensional (3D) structures on the microand nanometer scales is of importance for the production of
high-performance materials for electronics and biological
applications.1−5 Bottom-up fabrication via self assembly lends
itself to the creation of complex 3D architectures in a variety of
material systems.6−9 This approach relies on minimal direct
control, relying instead on pattern formation on the basis of
thermodynamic equilibria or instabilities.10 In such a system,
the assembly process and the resultant material morphology
can be manipulated via any parameters that aﬀect kinetic and
thermodynamic properties.11
One of the materials that is used extensively for generation of
3D micro- and nanostructures is gold.12 Gold structures exhibit
a variety of morphologies depending on the method of
synthesis.13 Furthermore, 3D gold structures are outstanding
candidates for electrochemical biosensing applications14 and
catalyze a number of important chemical reactions.15,16 The
speciﬁcity of catalysis and the degree to which the reaction rates
are ampliﬁed can be linked directly to the morphological
properties of 3D gold structures.17
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platform for electrochemical biomolecular detection.23−28 By
creating sensors with large surface areas that protrude into
solution, collisional frequencies for biomolecular targets are
enhanced.24 Also, the electrochemical currents generated by
these structures are ampliﬁed due to the eﬃcient transport of
redox-active reporters via radial diﬀusion.25 We have further
demonstrated that the introduction of nanostructured roughness on the surface of these microelectrodes enhances their
biosensing performance.26 While this system has been applied
successfully to the detection of cancer biomarkers,27 infectious
pathogen identiﬁcation,23 and organ transplant assessment,28
we know little about how the 3D features of these sensors
inﬂuence their performance.
Here, we explore the growth mechanism of 3D gold
microsensors and identify factors that enable precise control
of morphology and crystallinity. We demonstrate that by
changing the gold ion concentration, we can preferentially grow
diﬀerent structures and control directional growth of spiky
structures. By increasing the viscosity of the electrolyte
solution, we can suppress the growth and generate ﬁner spiky
structures. Additionally, by increasing the deposition overpotential, we can also generate ﬁner spiky structures through
promoting multiple nucleation and rapid growth of the nuclei
clusters. The collection of these parameters enables a high
degree of control over the microscale morphology and
crystallinity of gold assemblies. We further explore the eﬀects
of voltage in more depth to visualize processes related to threedimensional nucleation and diﬀusion-controlled growth.29,30
We ultimately investigate the eﬃciency of hybridization of
DNA duplexes on the surfaces of sensors with diﬀering
morphologies and identify the optimal morphology for this
type of application. The most eﬀective sensors are generated
with high growth-to-nucleation ratios during electrodeposition.

AgCl) in 10 mM H2SO4 solution. The cyclic voltammetry
studies were carried out in the range of 0−1.5 V, and the
reduction charge was obtained by integrating the reduction
peak. The result was then divided by 500 μC/geometric cm2 to
obtain a geometric estimation of the surface area.31
Surface Characterization. Scanning electron microscopy
(SEM) images were acquired on a Quanta FEG 250 ESEM.
The instrument was used in the high vacuum mode, with
typical parameters being 10 kV bias and a 2.5 nm spot size.
Magniﬁcations between 1000× and 50 000× were employed.
Focused ion beam (FIB) imaging was performed using the
Hitachi nanoDUE’T NB5000. Samples were ﬁrst grounded
using a thin layer of silver paste. A thin layer of protective
tungsten was then applied to the area of interest using the
machine’s built-in deposition capacity. Sectioning was performed using high-energy ions to reveal a cross section of the
structure. SEM imaging was then done using the built-in SEM
module.
Nucleation and Growth Model. The study of electrochemical three-dimensional nucleation processes involved
correlating the current to the number of clusters on the
electrode surface.29,30,32−35 As the nucleation rate per active site
on the surface, A, and the number density of active sites for
nucleation, N0, vary with overpotential of deposition, the
potentiostatic current transients establish the relationship
between deposition overpotential and the kinetics of
nucleation:29,30
⎛ zFD1/2c ⎞
i = ⎜ 1/2 1/2 ⎟(1 − exp{−N0πkD[t − (1 − e−At )/A]})
⎝π t ⎠
(1)

■

where i is the current density; z, distance normal to the plane;
F, the Faraday constant; D, diﬀusion coeﬃcient; c, bulk
concentration; t, time; N0, number density of active sites; k,
dimensionless constant for growth rate of diﬀusion zones.
Considering the im as the maximum current taking place at
tm, eq 1 can be presented in a dimensionless form by simply
plotting i2/im2 vs t/tm for diﬀerent values of the dimensionless
parameter α = N0πkD/A. The two extreme forms of nucleation
are deﬁned for small α or fast nucleation on a limited number
of active sites, “instantaneous” nucleation, and large α or slow
nucleation on a large number of active sites, “progressive”
nucleation.
Electrode Functionalization. Thiolated-DNA strands (0.1
mM) were incubated with TCEP (10 mM) for 1 h to reduce
the disulﬁde bonds. The solution was then diluted to 100 nM
PBS 1×, pH 7.0. Glass chips having a set of seven
microelectrodes were incubated in 100 μL of 100 nM solutions
of thiolated strands overnight. Chips were then rinsed with DI
water and incubated in 100 μL of 3 mM MCH in buﬀer for
another 3 h to displace nonspeciﬁcally adsorbed DNA and
passivate the remaining electrode area. After thoroughly rinsing
with DI water, chips were stored in buﬀer. The thiolated strand
surface density (i.e., the number of DNA molecules per unit
area of the surface) was determined to be ∼6 × 1012 strands/
cm2 by measuring peak current.36
Sensor Measurements. Electrochemical measurements
were performed at room temperature using an EmStatMUX
potentiostat multiplexer (PalmSens Instruments, The Netherlands) and a standard three-electrode conﬁguration containing
a platinum counter electrode wire, Sigma-Aldrich and an Ag/
AgCl (3 M NaCl) reference electrode (CHI). Experimental

EXPERIMENTAL METHODS
Chip Fabrication. Gold-coated glass wafers (with chrome
adhesion layer and positive photoresist coating) were
purchased from Telic Company (Valencia, CA). Gold was
patterned to create a series of seven leads using standard
lithography of the photoresist followed by etching of the gold
and chrome layers. Negative photoresist (SU-8 2002) was
applied by spin coating and developed using photolithography
to create single 10 μm apertures on each lead.
Electrodeposition. Electrodeposition of 3D microelectrodes was performed with a BASI Epsilon potentiostat in dc
voltammetry mode. A three-electrode setup was employed with
voltage measured relative to an Ag/AgCl reference electrode,
and a platinum wire was used as the counter electrode. The
deposition time was adjusted for each particular structure in
order to keep the quantity of deposited gold roughly constant
(i.e., the total coulombs of charge transferred). For the
concentration series, the solution was between 1 mM and
500 mM HAuCl4 in a 0.5 M HCl supporting electrolyte. The
voltage applied was 0 mV relative to Ag/AgCl. At 50 mM, the
time of deposition was 100 s and other deposition times were
adjusted accordingly. For the voltage series, the concentration
of HAuCl4 was 50 mM and the voltage was varied from +500
mV to −700 mV. For the viscosity series glycerol was added to
between 0% and 75% v/v (HCl ﬁnal concentration was
maintained at 0.5 M), with the voltage set to 0 mV and the
HAuCl4 concentration maintained at 50 mM.
The surface area of 3D microelectrodes was calculated by
measuring the area of the Au reduction peak (∼0.80 V vs Ag/
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Figure 1. (A) Gold 3D microelectrodes are grown using electrodeposition on a gold substrate with 10 μm apertures as a template. In this study, we
explore parameters that could generate diﬀerent sensor morphologies to determine the optimal properties for biomolecular detectors. (B) The
parameters of gold ion concentration, solution viscosity, and applied voltage are varied to explore which regions encourage the growth of particular
morphologies. (C) 3D microsensors are tested for DNA hybridization. Blue strand: capture probe that promotes sequence-speciﬁc binding of a
target sequence. Red: Target DNA strand complementary to probe. Target binding can then be read out using redox-active reporters.24

data were collected using square wave voltammetry from −0.05
to −0.45 V in increments of 0.001 V vs Ag/AgCl, with an
amplitude of 50 mV and a frequency of 60 Hz. Peak currents
were ﬁtted using the manual ﬁt mode in the PSTrace software
(PalmSens). All measurements were taken immediately after
adding the reagents to the solution (100 nM of signaling
strands) to measure the kinetics of hybridization.

By varying these three parameters, a phase space is generated
featuring regions with diﬀerent growth regimes and diﬀerent
morphologies (Figure 1B).
For applications where dilute diﬀusible molecular targets like
DNA are being detected (Figure 1C), it is critical to precisely
control the morphology and surface area, as both factors
inﬂuence collisional frequencies as well as binding aﬃnities. To
control the formation of 3D structures generated via gold
electrodeposition, it is important to understand the inﬂuence of
nucleation and growth processes. We therefore not only
investigate the inﬂuence of solution parameters on 3D sensor
electrodeposition but also investigate the mechanism of
nucleation/growth and seek to link it to the geometrical
properties of the resultant structures.
Eﬀects of Solution Conditions of 3D Nanostructured
Microelectrode Growth. The eﬀects of varying the
concentration and viscosity of the electrolyte solution are
shown in Figure 2A and Figure 2B. For each condition, a pair of
SEM images are shown at a low (5000×) and high (50 000×)
magniﬁcation. This allows for the elucidation of changes in the
structure at two diﬀerent scales; both the microscale, so that the
overall shape of the structure can be evaluated, and the
nanoscale, which allows a detailed analysis of the morphological
changes.
The ﬁrst parameter explored was the concentration of the
gold solution (Figure 2A). A wide range of concentrations were
tested, ranging from 1 mM to 500 mM, with a roughly
logarithmic distribution (each sample approximately 3× more
concentrated than the previous). The diﬀerent concentrations
produced at least three qualitatively diﬀerent growth modes. At
the lowest concentration tested (1 mM), the overall
morphology features a rounded structure containing a number
of distinct lobes on the order of 20−30 μm in size. A study of
the surfaces of these structures reveals that the gold assumes a
propensity toward nanoscale spikelike structures and is highly
porous.

■

RESULTS AND DISCUSSION
Our approach to generating 3D microelectrodes using gold
electrodeposition beneﬁts from micropatterned apertures
fabricated via photolithography on the surface of a glass chip.
A schematic outlining the system used in this study is shown in
Figure 1; the application of this microelectrode system for the
analysis of speciﬁc DNA sequences is also depicted. The
electrodeposition is carried out on a glass wafer coated with a
thin layer of gold, which is topped with a passivating layer of
SU-8 photoresist (Figure 1A). The small (10 μm) apertures in
this passivating layer expose the gold substrate to the electrolyte
solution, allowing for localized deposition of gold structures.
This template-based approach allows for a hemispherical
diﬀusion pattern on top of the aperture that facilitates rapid
growth and the faster emergence of structural features
compared to the growth achieved on larger planar surfaces.
The three major parameters explored in this study are the
concentration of gold ions (AuCl4−), the viscosity of the
electrolyte solution, and the applied voltage. The concentration
of gold ions plays a critical role in the kinetics and
thermodynamics of the transition from a dissolved state to a
solid state. Higher concentrations increase the capacity of the
system to transfer suﬃcient quantities of gold to the growing
deposit and enhance electrodeposition kinetics. Viscosity aﬀects
the kinetics of the deposition reaction by impeding replenishment of fresh gold ions. Applied voltage controls the relative
energies of the solid and dissolved states of gold. As the
potential of the cathode is made increasingly negative, the
reduction of gold ions to metallic gold becomes more favorable.
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structures. Upon closer inspection at a higher magniﬁcation,
these structures demonstrate remarkable geometric patterns.
Each leaf has a central ridge that runs lengthwise along the
middle of the leaf from stem to tip. From this ridge, a number
of smaller veins extend. These veins in turn have smaller
subveins. This fractal structure indicates that each leaf is either a
single crystal domain or a number of domains with ﬁxed
relative orientations.
As the gold ion concentration is further increased to 16 mM,
a new structural regime is encountered. Leaﬂike structures are
reduced in number, and there appears a new structural feature:
needles. At this concentration, the needles are highly ridged,
exhibiting a series of peaks and valleys along their length. These
needles do not have a consistent cross-sectional shape and
appear to be incompletely formed. As the concentration is
further increased from 16 mM to 50 and 500 mM, these
needles persist. However, at higher concentrations, the ridges
are signiﬁcantly reduced and the needles develop a consistent
pentagonal cross section. These needles are of particular
interest due to their unique shape, one that has been recognized
before in gold structures.34 Interestingly, higher gold ion
concentrations do not necessarily create a greater abundance of
needles but rather promote thicker and smoother shapes. As
such, the region for creating the greatest number of needles lies
in the concentration range between 50 and 500 mM.
In order to change the viscosity of the solution, varying
amounts of glycerol were introduced into the solution (Figure
2B). Glycerol was chosen due to its high viscosity and its
miscibility in water. As the glycerol concentration is increased,
the structures become more compact and dense and the local
features are distorted. The sharp edges and facets are replaced
with much more rounded features. The most profound change
occurs at 75% glycerol. Here, the needles are not present and
are replaced with a largely amorphous arrangement that
displays weaker directional preference than the highly
crystalline material. This experiment indicates that there is
another important ingredient for the promotion of needle
morphology; namely, low viscosity. The associated high
mobility of ions seems integral to allow needles to dominate
over largely amorphous, many-grained structures.
The inﬂuence of applied potential was initially studied using
linear voltammetry (Figure 2C). Variation of applied potential
also creates a demonstrable eﬀect on the ﬁnal morphology (see
SEM insets of Figure 2C). At very low overpotentials (+500

Figure 2. Eﬀects of concentration, viscosity, and voltage on
electrodeposition of gold microsensors are studied using scanning
electron microscopy (SEM). (A) SEM images for structures generated
with varied concentrations of gold ions. Varying the concentration of
gold reveals a number of diﬀerent morphologies. A low (1 mM)
concentration produces nanoscale spikelike structures, whereas a 5
mM concentration produces leaﬂike structures (inset shows structure
at 1000× to visualize entire structure) and higher concentrations
promote the growth of needles. (B) Increasing viscosity creates
rounded structures without visible facets or needles. (C) Increasing
deposition potential changes the structures from isotropic rough
hemispheres to highly anisotropic structures with a large population of
needles. White scale bars are 20 μm, yellow are 2 μm, and red are 40
μm. The potentials used for electrodeposition are displayed above each
SEM image and numbered for cross-referencing to Figure 4.

At a 5-fold higher concentration (5 mM) of gold ions, the
structure assumes a morphology that is remarkably diﬀerent
from that at 1 mM. Instead of featuring rounded lobes, the
structure is dominated by a small number of large leaﬂike

Figure 3. Analysis of the interior structures of electrodeposited gold using FIB. (A, B) The structures generated under high viscosity conditions
shows grains with a wide variety of sizes and shapes. (C, D) The leaf structure has a clear crystal twinning about the central plane, indicated by two
diﬀerent shades of gray. (E, F) The needle-like structures have pentagonal cross sections with a 5-fold twinning about the center axis. All scale bars
are 2 μm.
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Figure 4. (A) I−t curves for gold electrodeposition within the potential range of +500 to −750 mV. Each trace is labeled with a number that
corresponds to a voltage speciﬁed in Figure 2. These traces deviate from linearity under certain conditions as shown by the region “e” speciﬁed with a
dotted line. (B) Electrodeposition data for low-to-moderate overpotentials (500 to 50 mV). (C) Electrodeposition data for higher overpotentials (0
to −750 mV).

mV) the growth is hemispherical overall, with no noticeable
anisotropy. At the microscale, the structures are disordered,
with a large number of grains of diﬀerent sizes and orientations.
As the magnitude of the potential is increased (i.e., the cathode
is made more negative), the structures gain a pronounced
anisotropy, with regions of the structure extending farther into
the surrounding solution. At a potential of about +150 mV, the
needle morphology reemerges, although it is clearly not
pentagonal at this voltage and is decorated with a large number
of oﬀshoots. Approaching 0 mV, the needles display a full
pentagonal geometry. Therefore, to promote the formation of
the needles and generate ﬁner spiky structure, a high
overpotential (i.e., −250 mV) is needed in addition to a high
gold concentration (SEM insets of Figure 2C). It is only in the
combinatorial application of these parameters that this
particularly interesting morphology becomes the most stable
manifestation of gold. Increasing overpotential to more
negative values (above −500 mV) causes the spiky structures
to be replaced by a ﬂaky morphology with ﬁne structuring.
Images of the exterior of the structures provide insight into
the growth mechanism but do not elucidate the extent of
crystallinity of the structures. To investigate the internal
structures of our 3D sensors more directly, FIB sectioning
was performed and SEM images were collected of the resulting
cross sections. Using this approach, diﬀerent crystal grains are
revealed within the structures. The structures grown in 75%
glycerol are shown in Figure 3A and again in cross section in
Figure 3B. In these amorphous structures there is no conserved
orientation or direction to the grains. Furthermore, the grains
are of vastly diﬀerent sizes and shapes, with no discernible
pattern.
The leaﬂike structures have a fundamentally diﬀerent inner
morphology than those generated under high viscosity
conditions. Figure 3C shows an example of this type of
structure displaying a series of veins along its surface and a

bilaterally symmetrical shape. A FIB cross section is shown in
Figure 3D. Notably, this structure is again composed of
multiple grains; however, it has a 2-fold symmetry rather than
the disordered arrangement seen previously. This symmetry
explains why the top and bottom of the leaf are similar in
geometry. This grain boundary is likely a consequence of crystal
twinning about a common central plane.32
Figure 3E shows a high-resolution SEM image of a wellformed needle. This structure has well-deﬁned facets that are
modiﬁed by a series of small ridges perpendicular to the length
of the needle. FIB sectioning of this structure reveals a clear
pentagonal symmetry (Figure 3F). Moreover, this symmetry is
seen to stem from a 5-fold arrangement of unique crystal grains
about a common center point, with distinct grain boundaries
existing between them.
Nucleation and Growth Mechanism of 3D Gold
Structures. In most electrodeposition processes, the ﬁrst
phase of structural growth is characterized by rapid
nucleation.29 These nuclei then enter a growth phase, with
additional nuclei forming at a reduced rate. As such, crystalline
structure is largely established at the time of nucleation. It is
apparent from the images presented in Figure 3 that at
relatively low concentrations (around 5 mM), nuclei are
formed with a 2-fold twinning structure. By contrast, at higher
concentrations, there is a shift such that the 5-fold twinned
structure is preferable. The appearance of some leaﬂike
structures even at higher concentrations can also be attributed
to local depletion of gold ions.
In the case of increased viscosity, the growth rate is severely
attenuated relative to the rate of nucleation. Additionally, the
geometric entities that represent the lowest energy state under
other conditions are no longer preferred, and there is instead a
largely random process of deposition. This leads to a loss of
directionality that manifests both as an increase in isotropy and
a less faceted surface at the local level. Evidently, in order to
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Figure 5. (A) Schematic of the chip-based templates used for electrodeposition, where a 10 μm aperture provides a conﬁned area for the growth of a
3D gold structure. The dimensionless i2/im2 vs t/tm responses of microelectrodes electrodeposited at (B) +500, (C) +300, (D) +150, (E) +50, (F1)
0, and (F2) −550 mV and the corresponding theoretical dimensionless models for instantaneous and progressive nucleation. White scale bars are 20
μm, and red scale bars are 40 μm.

promote needle growth, it is critical to create conditions where
5-fold twinned nuclei are the most favorable.
Although FIB imaging provides qualitative insights into the
mechanisms of growth, a more comprehensive understanding
of this phenomenon was desired. Due to the wide array of
diﬀerent structures that can be produced (bulky, spiky, ﬂaky)
within a small window of potentials, we elected to explore the
eﬀects of electrodeposition voltage in further depth.
Study of Current−Time (I−t) Transients. The early stage of
electrodeposition in our system is associated with a threedimensional nucleation process, where the number of nuclei
and the rate of nucleus formation are strongly governed by the
deposition overpotential. We investigated the I−t current
transients during deposition to establish a relationship between
deposition overpotential and the nucleation and growth
mechanisms in 3D microelectrodes (Figure 4). During
deposition inside the microscale aperture, nucleation and

growth are strongly aﬀected by the diﬀusion of ions around
the edges. However, as the deposition proceeds outside the
aperture, the geometry of the 3D electrode increases and
consequently provides a larger surface for electron transfer over
time.
From the I−t curves (Figure 4), we can distinguish several
deposition phenomena that occur within our microscale
apertures. The diﬀerent phases of growth can be visualized by
examining the I−t curves generated with low overpotentials,
+500 and +400 mV (Figure 4B, curves 1 and 2). The ﬁrst rise is
related to the double-layer formation (region a). A sharp drop
in current then occurs due to the depletion of ions following
the nucleation process on the planar Au at the bottom of the
aperture (region b). Immediately thereafter, steady-state growth
ﬁlls the aperture (region c). The isotropic growth then
proceeds with most of the electrodeposited gold growing
outside the aperture and the 3D electrodes expand (region d)
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Figure 6. Two-dimensional time-varying simulation results for deposition of Au at (A) +500 mV and (B) −500 mV. The COMSOL geometry
consists of an aperture (10 μm wide, 1 μm deep) surrounded by an electrolyte in a 100 μm × 40 μm rectangular space. The electrolyte had a
diﬀusion coeﬃcient of D = 1 × 10−9 m2/s with initial concentration of c = 50 mM. The model is based on a Nernst−Planck equation with electric
potential boundary conditions. The simulation results show the deposition front progression from the bottom of the aperture for the minimum and
maximum overpotential in our system. At the right, the proﬁles of deposited layers on the vertical wall of the aperture are shown at (C) +500 mV
(top) and (D) −500 mV (bottom). All scale bars are 20 μm.

the aperture to readily replenish the consumed ions, resulting in
formation of random-size nuclei at all the possible active sites of
planar Au (schematic cross section). This results in the
formation of the bulky structure shown in the SEM image.
At higher overpotentials such as +300 mV (Figure 5C), after
the ﬁrst stage of nucleation inside the aperture (described by
the progressive model), a second nucleation occurs as soon as
the deposit is exposed to the bulk solution. This nucleation
follows the instantaneous model. The schematic cross section
represents the sudden creation of nuclei (orange clusters) on
top of the random-sized progressive nuclei (black clusters).
This results in the formation of two diﬀerent microstructures
merged together (SEM image of Figure 5C).
Further increases in the overpotential result in a gradual
change in the ﬁrst nucleation stage from progressive to
instantaneous, while the second nucleation remains instantaneous. At +150 mV (Figure 5D), a mixture of both the
instantaneous and progressive behavior occurs for the ﬁrst
nucleation stage, with the dimensionless current located
between the two extreme forms of nucleation. The resulting
cross section and the SEM image also show the presence of a
bulkier structure underneath, which turns into thick needles as
a result of the second instantaneous nucleation (orange clusters
in schematic). However, at +50 mV, instantaneous behavior is
the only dominant regime in the ﬁrst and second nucleation
stages (Figure 5E). This instantaneous regime in the second
nucleation stage promotes a number of smaller nuclei clusters
and as a result reduces the thickness of needles in the ﬁnal
morphology.
At negative potentials (0 to −700 mV), the nucleation and
growth follows the instantaneous model as shown in Figure 5F.
From the SEM images (parts E, F1, and F2 of Figure 5), the
deposits tend to have ﬁner needles and the thick ones disappear
completely. This is in principle related to the faster nucleation
rate on the deposition front, which results in the creation of
smaller nuclei on a large number of active sites (Figure 5F1 at 0
mV). The size of nuclei clusters continues to shrink with
increasing overpotential. At overpotentials above −450 mV, the
possible sites for nucleation appear on the edges and along the
wall of the aperture (schematic of Figure 5F2). This results in
the formation of a ﬂaky structure.
We used 2D ﬁnite-element numerical simulations in
COMSOL to model the proﬁle of the deposition front in our

to form a bulky structure (SEM images 1 and 2 in Figure 2C).
When the overpotential is increased to +300, +150, and +50
mV, a sharp rise in the I−t curve is observed at the beginning of
region d (Figure 4B, curves 3−5). Here the deposition front
undergoes a second nucleation stage, with new nuclei clusters
forming on top of the deposit as it confronts the bulk solution
outside the aperture. This behavior appears to be responsible
for the initiation of needlelike structures in the deposit as
shown in the SEM images (5 and 6) of Figure 2C. At more
negative potentials (0 to −450 mV), the second nucleation
process is gradually merged with the ﬁrst (Figure 4C, curves 6−
12).
Similar types of behavior have been previously reported for
metallic structures electrodeposited from microscale/nanoscale
pores.32−35 However, extrapolation of the I−t responses in
Figure 4 demonstrates a unique phenomenon in our system
related to the deposition of 3D electrodes at higher
overpotentials (0 to −450 mV). Within region “e” highlighted
in Figure 4, the current traces exhibit a second rise as
deposition proceeds beyond 20 s (see curves 6−10). Here, the
formation of spiky structures is favored as the rate of elongation
of needles is accelerated. At low overpotentials (+300 to +50
mV), the deposition rate controls the growth of deposits.
However, at higher overpotentials (0 to −450 mV) where the
spikes form, the rate of elongation of these structures is favored.
Analysis of i2/im2 vs t/tm. The I−t response curves revealed
that two stages of nucleation exist: ﬁrst, the creation of nuclei
on the planar Au at the bottom of the aperture, and second, the
generation of new clusters on top of the deposition front
caused by exposure to the solution outside of the aperture. The
ﬁrst stage of deposition takes place on a planar electrode
located at the bottom of a 10 μm aperture (as shown in Figure
5A). All the area around this planar electrode is made of
nonconductive amorphous glass forcing the deposition to
initiate at the bottom of aperture.
Figure 5 illustrates the relationship between the deposition
overpotential and the nucleation process by comparing current
responses in a dimensionless i2/im2 vs t/tm plot speciﬁed by eq
1. Here, the instantaneous nucleation is compared to
progressive nucleation.
At low overpotentials of +500 mV (Figure 5B) and +400 mV
(not shown), nucleation follows the progressive model. The
low overpotential allows diﬀusion from the bulk solution into
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Figure 7. Eﬀect of deposition overpotential on surface nanostructuring. (A) Surface area of 3D structures deposited at diﬀerent overpotentials (from
+500 mV to −750 mV) measured in 50 mM H2SO4. Insets: SEM images of structures generated with deposition potentials of (1) +150 mV, (2) 0
mV, (3) −150 mV, (4) −750 mV. (B) Schematic of the individual spikes with diﬀerent textures deposited in the range of (1) +150 to +50 mV, (2) 0
to −50 mV,( 3) −150 to −250 mV. All scale bars are 2 μm.

Figure 8. (A) DNA detection assay based on 3D gold microsensors. A capture probe (blue) is attached to the sensor. The complementary DNA
strand (red) carries methylene blue redox tag (MB) to the electrode surface, which generates an electrochemical signal upon hybridization of DNA
strands. (B) Kinetic responses corresponding to DNA−DNA hybridization at sensors deposited with diﬀerent overpotentials. (C) The hybridization
rate and (D) the corresponding t1/2 values show the pronounced variation in the eﬃciency of hybridization induced by diﬀerent sensor
morphologies.

Surface Area of Nanostructured 3D Microelectrodes.
We also investigated variations in surface area for structures
generated with diﬀerent deposition overpotentials by monitoring cyclic voltammograms generated in sulfuric acid31 (Figure
7A). We observe that (not surprisingly) the structures
generated with low overpotential (+500 mV) exhibit the
smallest surface areas (∼1200 μm2). In contrast, spiky
structures generated at higher overpotentials boast a much
larger surface area. Interestingly, a 3-fold increase is observed
for the spiky structures deposited at −150 mV relative to those
deposited at +50 mV, despite a similar overall footprint. Highresolution SEM images demonstrate that the needles within
these structures have ﬁner nanoscale features that are produced

system for both the minimum and maximum overpotentials.
The time-series simulation results of Figure 6A reveal the slow
progression of the deposition front from the bottom of the
aperture and conﬁrm the formation of bulky structures at very
low overpotentials (+500 mV). Likewise, Figure 6B demonstrates the deposition proﬁle at −500 mV, where the deposition
front moves quickly along the wall of the aperture to the edge.
This results in the formation of ﬂaky structures at extreme
negative overpotentials. Figure 6C and Figure 6D also
demonstrate the proﬁle of the deposit thickness along the
vertical wall of the aperture for the bulky and ﬂaky structures,
respectively.
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only at higher overpotentials. This ﬁnding is also in accordance
with the model proposed in Figure 5, which predicts that
increasing the overpotential results in the generation of smaller
clusters of nuclei with ﬁner spiky morphology.
As the potential increases above −450 mV, the needles are
replaced by ﬁne ﬂakes and the surface area decreases to ∼2600
μm2 at −750 mV (SEM image, Figure 7A, inset 4). These
structures have a diﬀerent overall morphology, with nucleation
occurring on the edge of the aperture followed by planar
growth (described in Figures 5 and 6). As a result, ﬁne ﬂakes
with smooth texture are formed, limiting surface area.
Study of DNA Hybridization Eﬃciency on the Surface
of 3D Microelectrodes. We compared the eﬃciency of DNA
hybridization on a subset of the structures generated in our
mechanistic study. The eﬃciency and kinetics of DNA
hybridization depend strongly on the density and accessibility
of DNA probes attached to a surface.36−38 In general, a higher
density of probe strands attached to the surface produces larger
signals upon hybridization to redox-tagged complementary
strands. However, extremely high probe densities can diminish
the rate of hybridization and the eﬃciency of detection. This is
due to the accumulation of more negative charges and the steric
hindrance of the populated capturing stands on the surface,
which limits the ability of target molecules to easily access and
hybridize to their complements.36
To investigate the eﬃciency of DNA hybridization on our
3D sensors, we immobilized a closely packed monolayer of
thiolated single-stranded DNA probes on their surface. A
complementary DNA strand labeled with methylene blue is
then used to monitor the kinetics of hybridization (Figure 8A).
The kinetic responses (Figure 8B) and the corresponding rate
measurements (Figure 8C) reveal that the rate of DNA−DNA
hybridization exhibits a strong dependence on sensor
morphology. Spiky structures with ﬁner nanostructuring
provide more accessibility for the target hybridization and
accelerate the rate of DNA−DNA hybridization. However, on
the ﬂaky structures, the rate of hybridization is reduced, likely
due to a blocking eﬀect. The structure of the ﬂakes creates
hidden sites that may trap probe strands during overnight
immobilization but have limited accessibility during the
hybridization time. The calculated time t1/2 (the time needed
for half of the capturing strands to hybridize to signaling
strands) is also reported in Figure 8D.

tions, we studied the rate of hybridization on the surface of
these electrodes. Optimal structures that promoted highly
eﬃcient hybridization kinetics were identiﬁed.
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